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23rd December 2021 

Tamworth Regional Council 

437 Peel St,  

Tamworth, 

NSW 2340 

 

Attention: Zac Wheatley 

  

RE: Floors 1,2, & 3 of Ray Walsh House, 437 Peel St, Tamworth, NSW 2340 

ADHESIVE TAPE SAMPLING 

Report Reference: CLR25791R01 

 

Dear Mr Wheatley, 

EnviroScience Solutions Pty Ltd was engaged by Zac Wheatley of Tamworth Regional Council to 

undertake adhesive tape sampling throughout floors 1, 2, and 3 of Ray Walsh House, 437 Peel St, 

Tamworth, NSW 2340. This was done to assess whether asbestos fibres from the asbestos-containing 

vermiculite used as a fire-retardant coating on structural beams in the ceiling cavity had travelled 

through the air conditioning system or gaps in the ceiling to contaminate the office space below. 

The sampling was conducted on the 21st of December by Benjamin Croxon (NSW Licenced Asbestos 

Assessor# LAA 001453) and Sam Ramsey (NSW Licenced Asbestos Assessor# LAA 001598). The 

methodology involved dividing each floor into grids approximately 9 meters wide by 8 meters long, 

totalling an average of 21 grids per floor. An adhesive tape sample was taken randomly from hard, 

horizontal surfaces within each grid until the tape was saturated with particulate matter. These 

samples were then sent via courier to the EnviroScience Solutions laboratory in Dubbo, NSW, to be 

analysed for the presence of asbestos fibres. 

Zero (0) of the sixty-three (63) adhesive tape samples contained asbestos fibres.  
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Airborne asbestos monitoring was also conducted within each floor for the duration of 8 hours to 

represent a full working day. All air samples taken indicated normal background levels of airborne 

asbestos fibres (<0.01 fibres/millilitre of air).  

Based on the adhesive sampling and air monitoring results there does not appear to be an elevated 

asbestos-based risk within the office spaces of floors 1, 2, and 3 of Ray Walsh House, 437 Peel St, 

Tamworth. 

It should be noted that the asbestos-containing vermiculite remains within the ceiling cavity of each 

floor, and that disturbing the material or the ceiling space without proper precautionary controls in 

place may lead to contamination of the office space below. 

Additionally, damaged ceiling tiles and missing light covers were sighted in various locations 

throughout each floor. Although the vast majority of these were minor, they increase the risk of 

asbestos-containing materials or asbestos fibres contaminating the workspace below. 

Therefore, it is recommended that the cracks and holes in the ceiling tiles be patched using tape or a 

gap filler, and that exposed light fittings have their diffusers/ covers replaced. A table of examples of 

these issues can be seen below.  
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Table 1: Images of damaged ceiling tiles and missing light covers at Ray Walsh House. 

      
Image 1: Example of a small hole in the ceiling 

tile. 
Image 2: Example of a large hole in the ceiling 

tile. 

  

Image 3: Example of a ceiling tile that does not fit 
properly. 

Image 4: Example of a misaligned ceiling tile. 

  

Image 5: Example of a light fitting with a missing 
diffuser. 

Image 6: Example of a damaged light diffuser. 
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Reported By Authorised By 

 

Benjamin Croxon 

Occupational Health and Environmental 

Consultant 

Licenced Asbestos Assessor #LAA 001 453 

Juliet Duffy 

Director 

Licenced Asbestos Assessor # LAA 000 102 

 

      LIMITATIONS 

The inspection was limited to areas that are outlined in this report for a structure that remains in-

situ. The following limitations also apply to cleared demolition sites and remediated contaminated 

areas. 

1  To the extent permitted by law, EnviroScience Solutions Pty Ltd will not be responsible in tort, 

contract or otherwise for any loss or damage, including for any personal injuries or death, or any 

consequential loss, loss of markets and pure economic loss, suffered by the Customer, whether or 

not the loss or damage occurs in the course of performance by EnviroScience Solutions Pty Ltd of 

this contract or in events which are in the contemplation of EnviroScience Solutions Pty Ltd and/or 

the Customer or in events which are foreseeable by EnviroScience Solutions Pty Ltd and/or the 

Customer. 

2 To the extent that liability has not been effectively excluded by the proceeding clause, then 

EnviroScience Solutions Pty Ltd limits its liability to: - 

(a) The supply of services again; or 

(b) The payment of the cost of supplying the services again, at the election of EnviroScience 

Solutions Pty Ltd. 
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LABORATORY ANALYSIS REPORT
Asbestos Identification Report

Test Method:

Client: Tamworth Regional Council

Sampled From: Ray Walsh House - 437 Peel Street, 
Tamworth NSW 2340

B25791-R1Report No:

Attention: Zac Wheatley

Polarised Light Microscopy (PLM) including Dispersion Staining (DS), EnviroScience Solutions Pty Ltd in-
house laboratory method, in accordance with Australian Standard AS4964-2004 ‘Method for the 
qualitative identification of asbestos in bulk samples’. Accredited for compliance with ISO/IEC:17025-
Testing.
Please note that EnviroScience Solutions does not accept responsibility for the sample submitted in 
relation to its source.

Ray Walsh House, 
437 Peel Street,
 Tamworth,NSW, 2340

Client Address: Laboratory Receival Date:

Report Date:

Sampled Date:

Analysed Date:

Tuesday, 21 December 2021

Wednesday, 22 December 2021

Wednesday, 22 December 2021

Kenneth Archer

Wednesday, 22 December 2021

   . Fibres
Detected

Asbestos 
Detected

Sample
Description

Sample
Location

Sample
Number

Sample
Size

Approved Identifier and Signatory:

Sampled by :    Ben Croxon

N.A.B25791-S1 A1 No OrganicAdhesive tape

N.A.B25791-S2 A2 No OrganicAdhesive tape

N.A.B25791-S3 A3 No OrganicAdhesive tape

N.A.B25791-S4 A4 No OrganicAdhesive tape

N.A.B25791-S5 A5 No OrganicAdhesive tape

N.A.B25791-S6 A6 No OrganicAdhesive tape

N.A.B25791-S7 A7 No OrganicAdhesive tape

N.A.B25791-S8 A8 No OrganicAdhesive tape

N.A.B25791-S9 A9 No OrganicAdhesive tape

N.A.B25791-S10 A10 No OrganicAdhesive tape

N.A.B25791-S11 A11 No OrganicAdhesive tape
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   . Fibres
Detected

Asbestos 
Detected

Sample
Description

Sample
Location

Sample
Number

Sample
Size

N.A.B25791-S12 A12 No OrganicAdhesive tape

N.A.B25791-S13 A13 No OrganicAdhesive tape

N.A.B25791-S14 A14 No OrganicAdhesive tape

N.A.B25791-S15 A15 No OrganicAdhesive tape

N.A.B25791-S16 A16 No OrganicAdhesive tape

N.A.B25791-S17 A17 No OrganicAdhesive tape

N.A.B25791-S18 A18 No OrganicAdhesive tape

N.A.B25791-S19 A19 No OrganicAdhesive tape

N.A.B25791-S20 A20 No OrganicAdhesive tape

N.A.B25791-S21 B1 No OrganicAdhesive tape

N.A.B25791-S22 B2 No OrganicAdhesive tape

N.A.B25791-S23 B3 No OrganicAdhesive tape

N.A.B25791-S24 B4 No OrganicAdhesive tape

N.A.B25791-S25 B5 No OrganicAdhesive tape

N.A.B25791-S26 B6 No OrganicAdhesive tape

N.A.B25791-S27 B7 No OrganicAdhesive tape

N.A.B25791-S28 B8 No OrganicAdhesive tape

N.A.B25791-S29 B9 No OrganicAdhesive tape

N.A.B25791-S30 B10 No OrganicAdhesive tape

N.A.B25791-S31 B11 No OrganicAdhesive tape

N.A.B25791-S32 B12 No OrganicAdhesive tape

N.A.B25791-S33 B13 No OrganicAdhesive tape

N.A.B25791-S34 B14 No OrganicAdhesive tape

N.A.B25791-S35 B15 No OrganicAdhesive tape

Page 2 of 4



   . Fibres
Detected

Asbestos 
Detected

Sample
Description

Sample
Location

Sample
Number

Sample
Size

N.A.B25791-S36 B16 No OrganicAdhesive tape

N.A.B25791-S37 B17 No OrganicAdhesive tape

N.A.B25791-S38 B18 No OrganicAdhesive tape

N.A.B25791-S39 B19 No OrganicAdhesive tape

N.A.B25791-S40 B20 No OrganicAdhesive tape

N.A.B25791-S41 B21 No OrganicAdhesive tape

N.A.B25791-S42 C1 No OrganicAdhesive tape

N.A.B25791-S43 C2 No OrganicAdhesive tape

N.A.B25791-S44 C3 No OrganicAdhesive tape

N.A.B25791-S45 C4 No OrganicAdhesive tape

N.A.B25791-S46 C5 No OrganicAdhesive tape

N.A.B25791-S47 C6 No OrganicAdhesive tape

N.A.B25791-S48 C7 No OrganicAdhesive tape

N.A.B25791-S49 C8 No OrganicAdhesive tape

N.A.B25791-S50 C9 No OrganicAdhesive tape

N.A.B25791-S51 C10 No OrganicAdhesive tape

N.A.B25791-S52 C11 No OrganicAdhesive tape

N.A.B25791-S53 C12 No OrganicAdhesive tape

N.A.B25791-S54 C13 No OrganicAdhesive tape

N.A.B25791-S55 C14 No OrganicAdhesive tape

N.A.B25791-S56 C15 No OrganicAdhesive tape

N.A.B25791-S57 C16 No OrganicAdhesive tape

N.A.B25791-S58 C17 No OrganicAdhesive tape

N.A.B25791-S59 C18 No OrganicAdhesive tape
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   . Fibres
Detected

Asbestos 
Detected

Sample
Description

Sample
Location

Sample
Number

Sample
Size

N.A.B25791-S60 C19 No OrganicAdhesive tape

N.A.B25791-S61 C20 No OrganicAdhesive tape

N.A.B25791-S62 C21 No OrganicAdhesive tape

N.A.B25791-S63 C22 No OrganicAdhesive tape
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   LABORATORY ANALYSIS REPORT
Estimation of Airborne Asbestos Fibres

Test Method:

Client: Tamworth Regional Council

Sampled From: Ray Walsh House - 437 Peel Street, 
Tamworth NSW 2340

A25791-R1Report No:

Sampled By:

Type of Monitoring:

Attention: Zac Wheatley

Background Monitoring

In accordance with the NOHSC:3003 (2005) Guidance Note on the Membrane Filter Method for Estimating 
Airborne Asbestos Fibres (as outlined in the Laboratory Method Manual). Accredited for compliance with 
ISO/IEC:17025-Testing.

Ray Walsh House, 
437 Peel Street,
 Tamworth,NSW, 2340

Client Address:

Sam Ramsey

   . Results
Fibres / ml

Results
Fibres / Field

Flow Rate
L/ Min

TimeSample 
Location

Sample
Number On Off

Laboratory Receival Date:

Report Date:

Sampled Date:

Analysed Date:

Tuesday, 21 December 2021

Wednesday, 22 December 2021

Wednesday, 22 December 2021

Approved Counter and Signatory: Arpit Dabhi

Wednesday, 22 December 2021

Grid A4A25791-S1 915 1715

480 min
1.0 1 /100 < 0.01

Grid A8A25791-S2 915 1715

480 min
1.0 0 /100 < 0.01

Grid A12A25791-S3 915 1715

480 min
1.0 0 /100 < 0.01

Grid A17A25791-S4 915 1715

480 min
1.0 0 /100 < 0.01

Grid B2A25791-S5 915 1715

480 min
1.0 0 /100 < 0.01

Grid B6A25791-S6 915 1715

480 min
1.0 0 /100 < 0.01

Grid B10A25791-S7 915 1715

480 min
1.0 0 /100 < 0.01

Grid B14A25791-S8 915 1715

480 min
1.0 0 /100 < 0.01

Grid B18A25791-S9 915 1715

480 min
1.0 0 /100 < 0.01
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   LABORATORY ANALYSIS REPORT
Estimation of Airborne Asbestos Fibres

Test Method:

Client: Tamworth Regional Council

Sampled From: Ray Walsh House - 437 Peel Street, 
Tamworth NSW 2340

A25791-R2Report No:

Sampled By:

Type of Monitoring:

Attention: Zac Wheatley

Background Monitoring

In accordance with the NOHSC:3003 (2005) Guidance Note on the Membrane Filter Method for Estimating 
Airborne Asbestos Fibres (as outlined in the Laboratory Method Manual). Accredited for compliance with 
ISO/IEC:17025-Testing.

Ray Walsh House, 
437 Peel Street,
 Tamworth,NSW, 2340

Client Address:

Ben Croxon

   . Results
Fibres / ml

Results
Fibres / Field

Flow Rate
L/ Min

TimeSample 
Location

Sample
Number On Off

Laboratory Receival Date:

Report Date:

Sampled Date:

Analysed Date:

Wednesday, 22 December 2021

Thursday, 23 December 2021

Thursday, 23 December 2021

Approved Counter and Signatory: Arpit Dabhi

Thursday, 23 December 2021

Grid C4A25791-S10 830 1630

480 min
1.0 0 /100 < 0.01

Grid C8A25791-S11 830 1630

480 min
1.0 0 /100 < 0.01

Grid C10A25791-S12 830 1630

480 min
1.0 0 /100 < 0.01

Grid C14A25791-S13 830 1630

480 min
1.0 0 /100 < 0.01

Grid C19A25791-S14 830 1630

480 min
1.0 0 /100 < 0.01
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